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 APPENDIX B 
 APPROVED POWDER MANUFACTURERS 
 
 
MANUFACTURER PRODUCT REPAIR COMPOUND 
 
3M Scotchkote 413 PC Scotchkote 215 PC 
 ScotchKote 215 PC Scotchkote 413 PC 
 
Du Pont Nap-Gard 7-2709 Scotchkote 215 PC 
  Interpon HD34 
 
Valspar Greenbar #720A009 Greenbar Patch Compound 
 
   
Morton Corvel Green 10-6071 10-6071 PC (Part A and Part B) 
  Rebar Patch Compound 
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